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Pa r amet er r ec ov er y in mag n et i c su sc ept ibi l i t y mod el s.

Lukianenko V . A ., Lukianenko D . V ., Redkokosh K . I .

A bst ract . The paper is devoted to the recovery of parameters in magnet ic suscept ibility
models. One of the problems of magnetochemist ry is the construct ion of the theory of exchange
interact ions, allowing to ident ify, invest igate and explain the causes of magnet ic ordering in
crystals; to study the relat ionship of parameters of exchange interact ions with peculiarit ies of
elect ronic st ructure and chemical bonds in studied compounds.

The fundamental importance and relevance of this study is determined by the need to study
the physical propert ies of new magnet ic materials and is aimed at studying the most common
e! ects and interact ions that form the quantum states of mat ter.

Thepract ical signiÞcanceof magnetochemical research consists in thesystemat ic study of the
magnet ic propert ies of di! erent groups of compounds on the basis of t ransit ion metal complexes,
and the construct ion of models of the type of compounds suitable in applicat ions.

New results of parameter recovery in magnetochemist ry models for studying chemical
compounds according to experimental data that are measurements of the temperature
dependence of magnet ic suscept ibility were obtained in this art icle. Dependencies obtained from
the Heisenberg-Dirac-Van-Fleck model were applied.

The corresponding materials of paramagnet ic complexes of t ransit ion metals were used
as components in molecular elect ronic and photochemical devices for storing and transferring
informat ion, as converters of solar energy.

Theoret ical concepts of magnet ic suscept ibility were obtained depending on the spin
characterist ics of compounds that contain the desired parameters. Basing on experimental data
and minimizing quadrat ic funct ionals, the dependence parameters were found. Their coincidence
with the well-known results was shown.

Formulas for clusters of dimensions 3 and 4 have been derived, methods of parameter
recovery for solving magnetochemical problems have been described and their applicat ion has
been demonstrated, and an algorithm for solving the opposite problem has been presented.














































































